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Company Name  

shown on Report  
HANGZHOU DOWELL MAGNET CO., LIMITED 

Address 5/F, BUILDING A, FUDI YI CENTER, NO. 1243 MOGAN ROAD, GONGSHU DISTRICT, 

HANGZHOU, CHINA 

The following sample(s) and sample information was/were submitted and identified by/on the behalf of the 

applicant 

Rubber magnet Sample Name 

Testing Period 

Test Requested 

Oct. 29, 2025 to Nov. 3, 2025 

Sample Received Date 

As specified by client, to test REO in the submitted sample(s). 

Oct. 29, 2025 

Test Method    Please refer to the following page(s). 

Please refer to the following page(s). Test Result(s)    

Approved by Date Nov. 5, 2025 

No. B311149311 

 

Yuan Huilong 

Centre Testing International (Ningbo) Co.,Ltd. 1-2F, Eastern Factory, No.76, Jinghua Road, High-Tech Zone, Ningbo, Zhejiang, China 

Lab Authorized Signatory 
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Test Method 

Test Item(s) Test Method 
Measured 

Equipment(s) 

REO Refer to XB/T 617.2-2014 The first method ICP-OES 

Test Result(s) 

Tested Item(s) 
Result 

MDL 
001 

REO 

Yttrium (Y) N.D. 0.01 % 

Samarium (Sm) N.D. 0.01 % 

Europium (Eu) N.D. 0.01 % 

Gadolinium (Gd) N.D. 0.01 % 

Terbium (Tb) N.D. 0.01 % 

Dysprosium (Dy) N.D. 0.01 % 

Holmium (Ho) N.D. 0.01 % 

Erbium (Er) N.D. 0.01 % 

Thulium (Tm) N.D. 0.01 % 

Ytterbium (Yb) N.D. 0.01 % 

Lutetium (Lu) N.D. 0.01 % 

Scandium (Sc) N.D. 0.01 % 

Sample/Part Description 

No. CTI Sample ID Description 

1 001 Dark brown solid 

Remark: -MDL = Method Detection Limit 

-N.D. = Not Detected (<MDL ) 
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Photo(s) of the sample(s) 

Statement: 

1. This report is considered invalid without approved signature, special seal and the seal on the perforation; 

2. The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by the 

   applicant who should be responsible for the authenticity which CTI hasn’t verified; 

3. The result(s) shown in this report refer(s) only to the sample(s) tested;   

4. Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple Acceptance  

   Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022; 

5. Without written approval of CTI, this report can’t be reproduced except in full; 

6. In case of any discrepancy between the English version and Chinese version of the reports (if generated), the  

   Chinese version shall prevail. 

 

*** End of report *** 
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